Bony_sr-Clegg, Inc. - .
12980 ¥est Céne Dr. Geochemical
LakewBod, Colorado 80228 Lab Report
(303) 9891404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32316.4 ( COMPLETE ) | | REFERENCE INFO: 0-300
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-609 DATE PRINTED: 31-0CT-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTIOM LIMIT EXTRACTION NETHOD
1 fu Gold 60 0.002 OPT Fire Rssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 60 2 -150 60 fAssay Prep 60
Excessive Wetness 972
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIN BARRON INVOICE TO: MR. JIM BARROM

MR. JIM BARRON
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12980 Wesleggichi Dr. / Ge(xhemlcal
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BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
|

B REPORT: Da9-32316.4 | PROJECT: RA9-609 PAGE 1 N
SANPLE ELENENT A SANPLE ELENENT  fu |
NUNBER WNITS 0T NUMBER UNITS  OPT |
D2 R89-609-0-5 0.008 D RES-609-200-205 (0,002 |
D2 RAS-609-5-10 0.009 D2 RAG-609-205-210 (0,002 |
D2 R89-609-10-15 0.012 D2 REI-609-210-215 0.002 |
D2 RAG-609-15-20 0.014 D2 RA9-609-215-280 0.003 |
D2 R&I-609-20-25 0.02 DR REG-609-220-225 (0.002 |
D2 R89-609-25-30 0.029 D2 R89-609-225-230 0.003
D2 R8I-609-30-35 0.023 D2 R89-609-230-235 0.002
D2 R8I-609-35-40 0.007 D2 RA3-609-235-240 0.002
D2 R8I-609-40-45 0,007 D2 RA9-609-240-245 0.035 |
D2 RA9-609-45-50 0.009 D2 RA9-609-245-250 0.004 |
D2 R89-609-50-55 0.011 D2 REI-609-250-255 0.003 }
D2 R8I-609-55-60 0.012 D2 ROI-609-255-260 (0.002 |
D2 R&I-609-60-65 0,006 D2 REI-609-260-265 (0.002 |
D2 R8I-609-65-70 0.004 D2 ROI-609-265-270 (0.0 |
D2 R89-609-70-75 0.007 D2 R89-609-270-275 (0.002 ]
D2 R8I-609-75-80 0.008 D2 R89-609-275-280 0.002
D2 R89-609-80-85 0.003 D2 R8I-609-280-285 0. 004
D2 RAI-609-85-90 0.008 D2 R8I-609-285-290 0.003
D2 R8I-609-90-95 0,002 D2 RAI-609-290-295 0.005
D2 RAI-609-95-100 0.002 D2 RAG-609-295-300 (0.002
D2 RA9-609-100-105 0.002
D2 R8I-609-105-110 0.003
D2 R8I-609-110-115 0,004
D2 RAS-609-115-120 0.004
D2 R89-609-120-125 0.005
D2 R89-609-125-130 0.004
D2 R83-609-130-135 0.003
D2 R&I-609-135-140 0.011
D2 R89-609-140-145 0.008
D2 R8I-609-145-150 0.007 o
D2 R8I-609-150-155 0.007
D2 RAI-609-155-160 0.006
D2 R89-609-160-165 0.004
D2 R8I-609-165-170 (0002
D2 R8-609-170-175 0.006
D2 R89-609-175-180 0.011
D2 R89-609-180-185 0.008
D2 R8I-609-185-190 0.005
D2 R89-609-190-195 0.003
D2 R89-603-195-200 0.003
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THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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(303) 81484 ' po

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D839-32318.4 ( COMPLETE ) REFERENCE INFO: 300-400
CLIEMT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-609 DATE PRINTED: 27-0CT-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 fu Gold 20 0.002 OPT Fire Rssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 20 2 -150 20 fissay Prep 20
Excessive Wetness 284

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARROM INVOICE TO: MR. JIM BARRON
MR. JIM BARRON
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BONDAR-CLEGG : ¥ i
{4 . H {
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICE:! ] { <—‘..L.{ ) ’
D} P7-0CT-89 {
REPORT: D89-32318.4 PROJET:AJoo}e0s PaoE 1 ] ||
‘ I T 115 o | !
SAMPLE ELEMENT Au _ - F aed b |
NUMBER UNITS  OPT B B
Q) O G ag
D2 RBI-609-300-305 0.002 ——
D2 R89-609-305-310 (0,002
D2 R89-603-310-315 0.002
D2 R8I-609-315-320 0.003
D2 R83-609-320-325 0. 005
D2 R89-603-325-330 0.034
D2 RBI-609-330-335 0.010
D2 RB9-609-335-340 0.002
D2 RBI-609-340-345 0. 004
D2 R89-609-345-350 {0.002
D2 R&9-£09-350-355 0.003
D2 R89-609-355-360 0.009
D2 RBI-609-360-365 0.005
D2 RB9-609-365-370 0.003
D2 RBI-609-370-375 0.003
D2 RA9-609-375-380 (0.002
D2 R89-609-380-385 0,002
D2 R89-603-385-390 0.006
D2 R89-609-390-395 0. 006
D2 RB9-609-395-400 0.006
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